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(57) ABSTRACT

A construction assembly includes a plurality of plaster
boards, each of the plaster boards having a plaster body and
at least one sheet of liner, the liner including an inner surface
attached to the plaster body and an outer surface having an
outer face; wherein said plaster boards are assembled cre-
ating at least one joint; and a joint-pointing coat jointing said
plaster boards to form a substantially plane outer surface
including the outer surface of said at least one joint and said
outer surface of said liner, wherein the composition of the
joint-pointing coat is adapted for the finishing of said at least
one joint; wherein both the joint-pointing coat in the dry
state and the outer face of the sheet of liner are adapted to
form an overall surface having a substantially homogeneous
coloration.
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